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Charpy Specimen # 4138 N&T (HS) 4138 N&T (HS) 4330 N&T (KD) 3130 Q&T (HS) 4138 N&T (HS) 4720 N&T (KD) 4320 N&T (KD) EKD Q&T EHK Q&T

1 16 15 73 66 13 31 86 91 113

2 21 15 78 64 16 27 81 90 117

3 19 17 66 65 18 32 84 87 114
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Charpy Specimen #1 16 15 73 66 13 31 86 91 113

Charpy Specimen #2 21 15 78 64 16 27 81 90 117

Charpy Specimen #3 19 17 66 65 18 32 84 87 114
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